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Thickness: 56–112 µm

Coating method: dry-film-lamination

Exposure dose — dose per sheet thickness
Sheet Dose
56 µm 85 mJ/cm²
75 µm 130 mJ/cm²
112 µm 270 mJ/cm²

Develop: Developer Standard sodium carbonate solution
(concentration, temperature and pressure not stated)


